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SHANGHAI EASCO ELECTRICAL CO.,LTD.
N-7 No.105 Lane 1159 Kangiao East Road Pudong New District Shanghai China

The following sample(s) was/were submitted and identified on behalf of the client as:

Sample Description : WIRE DUCT

SGS Ref No. : CAN20-118781

Style / Item No. : EAR/GAR/GER/WDCR/SDR/VDCR

Buyer : GLOBAL

Manufacture : SHANGHAI EASCO ELECTRICAL CO.,LTD.

Supplier : SHANGHAI EASCO ELECTRICAL CO.,LTD.

Country of Destination : GLOBAL

Sample Receiving Date : Jun. 4, 2024

Test Performing Date : Jun. 5, 2024 to Jun. 27, 2024

Test Performed . Selected test(s) as requested by applicant

Test Result(s) : For further details, please refer to the following page(s)

Test Requested Result
To identify Asbestos in the submitted sample(s). See Results

Signed for and on behalf of
Xiamen Branch, SGS-CSTC Co., Ltd.

Beck Hong
Approved Signatory
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Test Results :

Test Part Description :

SGS Sample ID Description
CAN20-118781.001  Gray plastic

Remarks :
(1) 1 mg/kg = 0.0001%
(2) MDL = Method Detection Limit
(3) ND = Not Detected (< MDL )
(4) "-" = Not Regulated

Asbestos

Test Method :  With reference to NIOSH 9000:2015 / NIOSH 9002:1994, Analysis was performed by XRD /
PLM.

c

Test ltem(s) CAS NO. nit MDL 001

Amosite 12172-73-5 % (m/m) 0.1 Negative
Crocidolite 12001-28-4 % (m/m) 0.1 Negative
Anthophyllite 77536-67-5 % (m/m) 0.1 Negative
Tremolite 77536-68-6 % (m/m) 0.1 Negative
Actinolite 77536-66-4 % (m/m) 0.1 Negative
Chrysotile 12001-29-5/13220 % (m/m) 0.1 Negative
7-32-0
Notes :

(1) Negative means the absence of asbestos, Positive means the presence of asbestos.

Remark: This test was subcontracted to Guangzhou Branch, SGS-CSTC Co., Ltd.
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Sample photo(s):
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The testing report/certificate only refers to the sample(s) tested.
***End of Report™**
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